DENEY NO: 3

DARBE DAYANIMI DENEYİ

Deney Sonuçları : (ASTM)
	Numune No
	n
	Çap

(mm)
	Boy

(mm)
	Hacim (cm3)
	Toplam Vurma İşi (A) (kgf-cm)
	Darbe Dayanımı

(D) (kgf-cm/cm3)

	1
	18
	24.9
	26.8
	13.0503
	342
	26.2062

	2
	19
	25.1
	26.1
	12.9145
	380
	29.4242

	3
	20
	24.5
	27.1
	12.8230
	420
	32.7536
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Deney Sonuçları: (TSE)
Numune Boyutları:
a1 = 50.4 mm


n = 5




a2 = 50.00 mm


V = ?

A = ?

D = ?




a3 = 49.80 mm 

Hesaplamalar:
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